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Cosmetic Bioglitter® Sparkle Series  

Total Heavy Metals Content 

 

Test carried out on Cosmetic Bioglitter® Sparkle Mocha 8331/008H.FDA, 
09/11/2017, by SGS using ICP-OES / ICP-MS / IC, test report 4280983-01 

 

Arsenic    <0.5mg/kg(1) 

Antimony    <0.5mg/kg(1) 

Lead     <0.5mg/kg(1) 

Cadmium    <0.05mg/kg(1) 

Mercury    <0.05mg/kg(1) 

Nickel (soluble in sweat solution) <1.0mg/kg(1) 

Chromium (total)   <1.0mg/kg(1) 

Strontium    <1.0mg/kg(1) 

Barium    <1.0mg/kg(1) 

Cobalt     <1.0mg/kg(1) 

Molybdenum    <1.0mg/kg(1) 

Copper    <1.0mg/kg(1) 

Selenium    <1.0mg/kg(1) 

Zinc     <1.0mg/kg(1) 

Tin     <1.0mg/kg(1) 

Tellurium    <1.0mg/kg(1) 

Thallium    <1.0mg/kg(1) 
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